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The effect of Tempering Temperature on Wear Behavior of AlISI 5115 Steel Udén
Spindles of Machine Tools

M. N. Yoozbashi
N. Vahedi
A. Almasi

Abstract

Materials Engineering, University of Applied Scierend Technology of East Azerbaijan, Tabriz, Iran
Materials Engineering, University of Applied Scierend Technology of East Azerbaijan, Tabriz, Iran
Materials Engineering, University of Applied Scierend Technology of East Azerbaijan, Tabriz, Iran

Wear is the main cause of reduced life expectamzy erformance of spindle used in machine tools.atbieve high wear
properties, the AISI 51XX series steeded as a spindle be applied in the carburizedemgered condition. In the current work,
obtained properties from three different cyclescafburizing were compared with each other and tifleence of tempering
temperature on wear resistance of carburized sampdee surveyed. The used wear test type was loioaing. Also, scanning
electron microscopy, microhardness and metallogrd@ave been used for further investigation. Thelltesshow that; samples
carburized at 920 °C for 5 hours, then normalizeskt austenitized at 840 °C for 30 in, afterwar@mghed in oil and finally
tempered at 100 °C has a good wear resistance cethpéth the other samples. Also, with increasiftempering temperature to
250 °C, not only wear resistance of samples had@eb improved, but also abrasion resistance, éas Wworsened rather to the

raw samples.

Keywords: Wear; Tempering treatment; Carburizingt15 Steel; Spindle.
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